
prvek Ar prvek Ar prvek Ar

Ag 107.8682 Cu 63.546 S 32.0675

As 74.9216 Fe 55.845 Sb 121.76

Bi 208.9804 Hg 200.59 Se 78.96

Cd 112.411 Mn 54.93805 Zn 65.38

Co 58.9332 Pb 207.2 Ni 58.6934

 Weight%

DataSet/PointComment Ag S Pb Hg Cd Cu Fe

11 / 1 . HB bl 22 0.00 21.50 0.06 0.00 0.03 0.00 35.53

15 / 1 . HB bl 22 0.01 21.39 0.00 0.00 0.00 0.00 35.73

DataSet/PointComment Ag S Pb Hg Cd Cu Fe

13 / 1 . HB bl 22 0.03 33.57 0.08 0.00 0.05 0.00 6.77

14 / 1 . HB bl 22 0.00 33.29 0.00 0.06 0.02 0.00 6.61



 Det.Lim ppm

Zn Ni Co Mn As Se Sb Total Ag

0.01 0.15 0.02 0.01 42.74 0.00 0.09 100.14 -1

0.00 0.01 0.00 0.03 42.58 0.00 0.22 99.95 2223

Zn Ni Co Mn As Se Sb Total Ag

60.02 0.01 0.00 0.19 0.12 0.00 0.00 100.82 2412

60.19 0.00 0.00 0.20 0.00 0.00 0.04 100.43 1



Det.Lim ppm

S Pb Hg Cd Cu Fe Zn Ni Co

548 1743 0 1296 0 558 363 404 435

527 0 0 -2 -1 560 0 398 0

S Pb Hg Cd Cu Fe Zn Ni Co

551 1686 1112 1281 -1 360 472 340 363

585 0 1449 1273 474 358 478 -1 0



Mn As Se Sb

279 2813 0 1598

266 2863 0 1576

Mn As Se Sb

256 2291 0 0

252 0 0 1552


